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GRANITO NEGRO OCA 

 

 

 

 

 

 

 

 

 

 

   

 
TEST METHODS 

RESULTS 

Flexural Strength Mean Value 134 kg/cm2 

Water Absorption Mean Value 0.17% 

Abrasion Resistance 
 

Mean Value 2.27 mm 
 

Compression Resistance Mean Value of Compression Ressistance 1007 kg/cm2 

Bulk specific gravity Mean Value 2.81 gr/cm3 

Frost Resistance Mean Value 0.05 % 


